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Figure 3.4.4. ‘

SEM micrographs of the surface of a polished Synroc disc exposed to DDW at 70 °C

for 28d showing: -

a) and b) the thin gelatinous secondary phase;

c) to e) akey secondary phase grains;

f) sausage shaped grains on the surface of a Ti-rich relic.
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